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ABSTRACT

Arsenic present by nature as metalloid, having transportability in the environment via diverse sources. Because of both natural processes
and anthropogenic activities, arsenic is found in environmental water sources. The aim of this study is to design ion-imprinting-based
cryogel adsorbents for the removal of arsenic species from environmental waters. Since trivalent arsenic exhibit a high afgfinity for
sulfhydryl groups, cysteine-based functional monomer, i.e. MAC, was synthesized and MAC-As(IIl) complex was prepared. lon-
imprinted polymeric adsorbents were fabricated via cryopolymerization. Elemental analysis studies have shown that the cryogel
monolith contains 192.8 pmol/g mol MAC/g polymer. The maximum adsorption capacity of ion-imprinted cryogels at an initial arsenic
concentration of 10 ppm was found to be 372.5 pg/g at pH 8.0. Arsenic removal rate of the imprinted cryogels from environmental water
sample was determined as 94.8% In the studies carried out for the removal of arsenic from the environmental waters, 94.8% removal
efficiency was achieved. Reusability assays of ion-imprinted cryogels were performed and there was no significant decrease in

adsorption capacity.
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1. INTRODUCTION

Arsenic is one of the heavy metals in the environment that
are toxic to human beings and other living organisms [1]. Arsenic
concentrations found in groundwater of at least 40 countries are
higher than 10 pg/L and it is estimated that 200 million people in
the world are at risk due to high concentrations of arsenic in
drinking water [2,3]. As a result of both natural processes and
anthropogenic activities, arsenic is found in environmental waters
in different forms. Generally, arsenite species are considered to be
10 and 70 times more toxic than arsenate species and
organoarsenic species, respectively [4,5]. The toxicity of arsenite
species mainly based on irreversible complexation of them with
sulfhydryl groups present in the structure of some amino acids,
mainly cysteine [5]. Studies showed that solubility of As(lll) is 4
to 10 times higher in water than the solubility of As(V). On the
other hand, it has been found that trivalent methylated arsenic
species are more toxic than inorganic arsenic due to the fact that
they are more effective in causing DNA degradation [6].
Arsenic removal from water sources is still a challenging issue
because of conventional removal methods including coagulation
and filtration exhibit drawbacks such as lack of regeneration, low
treatment efficiencies, high costs or lack of selectivity [7,8]. An
alternative method for the removal of arsenic species is selective
adsorption via molecular imprinting technology (MIT). MIT
enables to prepare polymers with specific binding sites
complementary to a target molecule. lon-imprinted polymers
(IIPs) are polymeric systems prepared on the basis of MIT and
using an ion as the template. 11Ps can be performed in specific and

selective removal or detection of heavy metal ions from
environmental sources [9,10].

Polymeric systems prepared by cryopolymerization, so-called
cryogels, are known with their macroporous structure (10-200
um), large inter-connected flow channels, low solids content (0.2—
20%), low density (around 95% of the volume of dry cryogels is
air), low diffusion resistance and low back pressure [13-16]. In the
literature, cryogels are utilized in various biotechnological and
biomedical applications such as separation and purification
technologies, sensor systems, tissue engineering and drug delivery
systems [17-22].

Herein, MIT-based cryogel adsorption system was designed for
the selective removal of As(ll) species from environmental water
sources. Since trivalent arsenic has a high affinity for sulfhydryl
groups, a polymerizable derivative of cysteine, i.e. N-
methacryloyl-(L)-cysteine (MAC), was synthesized and MAC-
As(llIl)  complex was prepared. [IPs produced Vvia
cryopolymerization were characterized by scanning electron
microscopy (SEM), elemental analysis, multi-point Brunauer—
Emmett—Teller (BET) method, swelling tests and so on. Optimum
adsorption conditions were determined by examining the change
in adsorption capacity by changing the parameters such as pH,
contact time and flow rate. Selectivity of IIPs towards arsenite
species was investigated in the presence of SO,*, PO,> and NOg
ions. 11Ps were also performed using environmental water samples
to test the selective removal efficiency of 11Ps.
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2. MATERIALS AND METHODS

2.1. Reagents.

Following chemicals were used as received; methacryloyl
chloride, L-cysteine, 2-hydroxyetyhl methacrylate (HEMA),
ammonium persulfate (APS), N,N’-methylenebis(acrylamide)
(MBAAmM) and N,N,N',N'-tetramethyl ethylene diamine (TEMED)
were purchased from Sigma Chemical Co. (St. Louis, MO, USA).
NaAsO, as the source of As(lIl) ion were purchased from Merck
(Merck Co., Darmstadt, Germany).

2.2. Preparation of arsenic-monomer complexes.

Firstly, N-methacryloyl-(L)-cysteine (MAC), a polymerizable
derivative of cysteine amino acid was synthesized according to the
procedure represented in our earlier study [23]. MAC was
complexed with arsenic ions with 1:3 mol ratios of As:MAC.
Sodium arsenite (NaAsO,) salt was used in order to form
complexes of MAC-As(111). 1.0 mmol of NaAsO, (0.129 g) was
dissolved in 15.0 mL of ethanol. 3.0 mmol of solid MAC (0.570 g)
was then added to this solution and stirred continuously using a
magnetic stirrer at room temperature for 3 h. The resulting
arsenic—-monomer complex was precipitated, filtered and washed
with a 99% solution of ethanol (250 ml) and dried in a vacuum
oven at 30°C for 24 h.

2.3. Fabrication of 1P and NIP cryogels.

The supermacroporous cryogels were prepared by free radical
polymerization technique. As(lIl) imprinted (1IP) cryogels were
fabricated as follows: 20.0 mg of MAC-As(Ill) complex was
dissolved in 5.0 mL of deionized water (DW) and 1.3 mL of
HEMA monomer was added to this solution (the first solution).
Then, 0.283 g of MBAAmM was dissolved in 10.0 mL of DW as the
second solution and the second solution was mixed with the first
one. 20.0 mg of APS (1%, w/v) and 25.0 uL of TEMED (1%, w/v)
were added to the solution and stirred for 1 minute. The solution
was transferred into plastic syringes (5.0 ml, id. 0.8 cm) with a
closed outlet at the bottom and the syringes were kept at -16°C for
24 h for cryopolymerization and then thawed at room temperature,
thereby yielding supermacroporous IIP cryogels. The cryogel was
washed with 200 mL of DW, then with 50 mM EDTA (pH 4.0)
solution to remove the arsenic ions from the cryogel. Non-
imprinted (NIP) cryogels were prepared at the same concentration
but no adding As(lI11) ions. The fabricated cryogels were stored in
0.02% sodium azide (NaNs) solution at 4°C until use.

2.4. Characterization studies.

Raman Spectra were measured in the range of 50-4000 cm " using
a Raman spectrometer (Labram 800 HR, Jobin Yvon, France) in
order to determine the formation of MAC-As(l11) complex. A He—
Ne laser with a 632.8 nm wavelength and Liquid nitrogen-cooled
CCD detector were utilized.

The following properties of the cryogels were calculated using the
corresponding equations;

Gelationyield: ( ) — )
Equilibrium swelling degree: ~—— (2)
Macroporosity: () —— 3)

where W,, is total mass (g) of the monomers used for gelation; Wy,
W, and W, represent the weights (g) of dried cryogel samples
while W; and W, are the weights (g) of fully swollen in DW and
squeezed cryogel samples, respectively.
Surface and bulk structures of I1IP and NIP cryogels were
investigated by scanning electron microscopy (SEM). The samples
were attached to the aluminum SEM sample plate with a
conductive adhesive. Subsequently, the sample surfaces were
coated with 200 A of metallic gold under a vacuum to make the
surface conductive. The samples were placed in the SEM sample
well and photographed at various magnification rates using a
scanning electron microscope (JEOL, JEM 1200 EX, Tokyo,
Japan).
The pore volume and average pore diameter of the IIP and NIP
cryogels were determined by mercury porosimetry (Carlo Erba
Model 200, Milan, Italy). Specific surface areas of the cryogels
were determined by the multi-point Brunauer—Emmett-Teller
(BET) method using multipoint BET apparatus (Quantachrome,
NOVA 2000, USA).
Elemental analysis was performed to determine the amount of
MAC in synthesized IIP cryogels. 1.0 mg of cryogels were placed
in the aluminum cell of the elemental analyzer (Leco, CHNS-932,
USA) and weighed with a sensitivity of = 0.0001 g. Then, the
cryogel samples were placed in the device and carbon, hydrogen,
oxygen, nitrogen and sulfur ratios of the samples were determined.
2.5. Optimization of arsenic removal conditions.
Arsenic ion adsorption from aqueous solutions was studied using
IIP cryogels. As(lll) ion solutions (50 mL) was continuously
pumped into the cryogel columns using a peristaltic pump
(Ismatec, Zurich, Switzerland). Prior to experimental studies, the
cryogel columns were conditioned with 50 mL of DW for 30 min.
Effects of initial As(I1l) concentration (0.05-15 mg/L), flow rate
(0.5-3.0 mL/min), medium pH (4.0-9.0) and adsorption time (15-
150 min) on As(lIl) adsorption capacities of the cryogels were
investigated.
As(Il) ion concentrations in solutions were determined using a
flame atomic absorption spectrophotometer (Analyst 800, Perkin
Elmer, USA). The amount of As(lll) ions adsorbed by IIP
cryogels was calculated by the following equation:

¢ ) @)
where Q. is the amount (ug/g) of arsenic ions adsorbed onto the
cryogels, Cy is the initial arsenic ion concentration (pug/mL), Cq is
the equilibrium arsenic ion concentration (pug/mL) in the solution,
V is the volume (mL) of the solution while W represents the
weight (g) of the cryogel.
2.6. Selectivity studies.
Selectivity of I1IP cryogels were investigated in the presence of 5
ppm of competitor anions ( , and ) in 100 ml of
solution. The competitor anions were compared with OXy-
anion in a continuous system at room temperature for 2 h. The
concentrations of competitor anions were measured using an ion
chromatography system (Dionex, 1CS-1000, Dionex Corporation,
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USA) while oxy-anion concentrations were measured using an
Inductively Coupled Plasma — Mass Spectrometer, ICP-MS
(Thermo Elemental X7, Thermo Elemental, Winsford, UK) in the
remaining solution. The following terms and equations were
utilized in order to investigate the selectivity of the IIP cryogels:

Distribution coefficient: _— = (5)

Selectivity coefficient: =~ ——2 (6)
( )

Relative selectivity coefficient: _ @)

where C; (mg/L) is initial and C; (mg/L) is the final ion
concentrations; m (g) is the weight of dry cryogels; and V (mL) is
the volume of the solutions.

2.7. Reusability studies,

EDTA solution (50 mM, pH 4.0) was used as a desorption agent
for the desorption of arsenic ions adsorbed by the cryogels. Prior
to the desorption process, the cryogels were washed with DW to

3. RESULTS

3.1. Characterization studies.

Trivalent arsenic has a high affinity for sulfhydryl groups, thereby
can bind to reduced cysteine amino acids [24]. Therefore, in this
study, MAC was selected as the functional monomer in the
selective removal of arsenic ions from environmental water
sources. In the literature, studies showed that arsenite forms a
complex with three cysteines in proteins in the form of trigonal-
pyramidal coordination geometry [25-27]. A model for the
complex of MAC-As(lII) is shown in Fig. 1.

CH, HO o
H 0
N As
e s A”"S\j
N CH,
S
o H
o
OH OH CH,

HC
CH,

Figure 1. Hypothetical model of the anticipated MAC-As(I11) complex.

Raman spectrometry was utilized in order to confirm the
formation of the MAC-As(lIl) complex. Raman spectra of the
MAC monomer and MAC-As(l11) complex are shown in Fig. 2.
The band at 2654.7 cm™ is a characteristic band for S—H stretching
for MAC monomer. The band at 3035.1 cm™ is associated with the
C—H stretching while the bands at 1259.4 cm™ and 1167.7 cm™
belong to bending of CH,-S and C-S, respectively. The band at
538 cm™ in the spectrum of MAC-As(lll) complex is an
indication of As—S bond formation. Furthermore, as a result of As-
S bond formation, the characteristic S—H band belonging to the
MAC monomer is not seen in the spectrum of the complex [5].

remove impurities and other unbound residues. Desorption was
performed with 100 mL of desorption solution at room
temperature for 2 h. After desorption, the cryogels we washed
with DW again and then re-equilibrated with adsorption buffer.
The adsorption-desorption process was performed by reusing the
same adsorbent 10 times after regeneration to determine the
reusability of 1IP cryogels.

2.8. Removal efficiency in an environmental water sample,
The environmental water sample was collected from a mining area
located around Ankara, Turkey. The water sample was put in a
clean polypropylene bottle and stored at 4 °C. Before use, the
sample was filtered through a 0.2 um membrane. 100 mL of the
environmental water sample was taken and treated with IIP
cryogels at a flow rate of 1.0 mL/min at room temperature for 2 h.
Initial and final ion concentrations were determined using the ICP-
MS.
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Figure 2. Raman spectra of (a) MAC monomer and (b) MAC-As(111)
complex.

lon-imprinted cryogels were synthesized in order to selective
removal of As(lIl) species from environmental water sources.
Non-imprinted cryogels were also synthetized as a control group.
Gelation vyield, swelling degree, specific surface area and
macroporosity of 1IPs and NIPs are listed in Table 1. Cryogels
were synthesized at very high yield (about 90%). According to
SEM images shown in Fig. 3, cryogels have spongy and
macroporous structures with a smooth wall surface and
interconnected flow channels. Due to their highly macroporous
structures, high swelling degrees were observed. The MAC
content was 192.8 pmol/g dry cryogel sample. It should be noted
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that HEMA, MBAAm, and other chemicals in the cryogel
structure do not contain sulfur but only MAC does. The sulfur
amount in the cryogel sample was found out using elemental

analysis.
Table 1. Physical properties of 11Ps and NIPs.

11Ps NIPs
Gelation yield (%) 91.2+0.72 90.3 £ 0.68
Specific surface area (m?/g) 35.6+0.82 24.2 +0.95
Macroporosity (%0) 65.5 + 0.38 64.0 £ 0.46
Swelling degree (g H,O/g cryogel) 10.1+0.12 9.7+£0.15

z

\

“ﬁs.; 5

Figure 3. SEM images of (a) IIPs and (b) NIPs.

3.2. Optimization of adsorption conditions.

3.2.1. Effect of pH. The amount of adsorbed As(lIl) by the
cryogels at various pH values was presented in Fig. 4a. After pH
6.0, the concentration of arsenite ion ( ) increases [28]. In
other words, arsenite turns into the anionic form. The As (IlI)
adsorption graph shows a significant increase after pH 5.0. The
increase in the amount of adsorption continues up to pH 8.0. This
shows that the electrostatic interactions between the MAC
monomer and oxyanions are intense between these two
pH values. This can be explained as follows: The isoelectric point
of the MAC monomer is 4.9 and the pKa point of the SH group is
8.3. That is, the MAC monomer is in the zwitter ionic form at
about pH 5.0, and the SH groups pass into the anionic form by
giving a hydrogen atom to the aqueous medium after pH 8.3. In
these two pH ranges, the SH groups of the MAC monomer
interfere electrostatically with arsenite ( ) ions. The result
is consistent with the literature. The reason for the significant
decrease in the adsorption capacity after pH 8.0 is due to the fact
that that high pH value weakens the As-S binding [29,30]

3.2.2. Effect of contact time. Effect of adsorption time on As(I11)
adsorption by ion-imprinted cryogels was investigated at different
times from 0 to 150 min and the results were presented in Fig 4b.
A higher adsorption rate was observed up to 60 min and after this
time the adsorption capacity of the IIP cryogels did not change
significantly due to key factors such as; decrease in the As(lIlI)
concentration in mobile phase and almost complete occupation of
active binding sites of the adsorbent.

3.2.3. Effect of flow rate. Effect of flow rate on As(l11) adsorption
by IIP cryogels plastic were investigated in the range of 0.5-3.0
mL/min flow rate as shown in Fig. 4c. The maximum As(lIl)
adsorption was observed as 77.4 pg/g polymer at a flow rate of 0.5
mL/min. A decrease in As(lll) adsorption onto the IIP cryogels
was obtained by increasing flow rate and 18.4 pg/g polymer was
observed at a flow rate of 3.0 mL/min. As the flow rate increases,
the interaction time through the column decreases. Hence, As(l11)

ions have less time to diffuse to the pore walls of cryogel and to
place into their cavities in the cryogel matrix, thereby a decrement
in adsorption capacity is observed.

3.2.4. Effect of initial concentration of arsenic. A significant
increment in As(l11) adsorption was obtained onto the IIP cryogel
columns by increasing As(lll) concentration up to 5 ppm, then
reached an equilibrium value, which means that the active binding
cavities on the IIP cryogels were saturated (Fig. 4d). Maximum
As(I11) adsorption capacity for the IIP cryogels was calculated as
372.5 pg/g polymer.
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Figure 4. Optimization of As(l11) adsorption parameters. (a) Effect of pH
(T: 25°C; initial arsenic concentration: 500 ug/L; Mgry cryoger: 0.217 g.) (0)
Effect of contact time. (pH 8.0; T: 25°C; initial arsenic concentration: 500
ng/L, Mary cryoger- 0.217 g.) () Effect of flow rate. (pH 8.0; T: 25°C; initial
arsenic concentration: 500 pug/L; Mgy cryoger 0.217 @.) (d) Effect of initial
concentration. (pH 8.0; T: 25°C; Mgy cryoger: 0.217 9.).

3.3. Adsorption isotherms.

Adsorption proceeds until a balance is formed between the
concentrations of the substance deposited on the adsorbent surface
and the substance remaining in the solution. Adsorption isotherms
are the mathematical expressions used to describe the relation
between the concentration of ions in the solution and the number
of ions adsorbed to the solid phase in equilibrium [31]. Langmuir
isotherm model and Freundlich isotherm model in their non-linear
forms were utilized in order to describe the equilibrium data
[32-35].

Langmuir: E— (8)

Freundlich: 9)

where Q. (mg/g) and Qmax (Mg/g) are the adsorbed amount of
As(Ill) by cryogels and maximum adsorption capacity of the
cryogels, respectively; C, (mg/mL) is the equilibrium As(I1I)
concentration; K. (mL/mg) and Kg are the Langmuir isotherm
constant and Freundlich constant related to adsorption capacity of
the cryogels, respectively; n is the Freundlich constants related to
adsorption intensity of the cryogels. The comparison of the
experimental adsorption behavior with Langmuir isotherm and
Freundlich isotherm models is shown in Fig. 5. The experimental
adsorption behavior of I1IP cryogels is consistent with the
adsorption behavior modeled by Langmuir isotherm model. The
maximum adsorption capacity (0.372 mg/g) obtained as a result of
experiments is also very close to the calculated Langmuir
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adsorption capacity (0.392 mg/g). According to data, the adsorbed
As(111) ions onto the 1IP cryogels exhibit a monolayer adsorption
behavior.

500 -
450 - _A
400 - -7
350 -
o 300 -
2
G 250 -
<]
200 -
150 A ’ =+ Experimental
100 —& = | angmuir
= =4== Freundlich
50
0 ‘ T ‘ )
0 5 10 15 20
Ce, mg/mL

Figure 5. Experimental data of absorbed As(I11) on the I1Ps compared to
Langmuir and Freundlich isotherms.

3.4. Selectivity studies.
Selectivity for As(Ill) binding of the ion-imprinted and non-
imprinted cryogels was investigated using , and

The selectivity coefficient, k, is a criterion of the specificity of the
binding regions of the 1IPs. When the k values for 11Ps and NIPs
were compared, it is observed that they are higher for 11Ps than the
ones for the NIPs. As shown in Table 2, k' values are greater than
1.0; this means that the 11Ps show a specific affinity for As (I11).
Table 2. k and k' coefficients for 11Ps and NIPs.
lon-imprinted cryogels

Non-imprinted cryogels

Table 3. Removal efficiency from an environmental water sample.
lon species

Initial Amount of Removal ratio

As(111) - — -
49.43 6.50 7.60
3741 7.0 5.35
47.05 9.05 5.20

The removal efficiency of As(lll) species by cryogels from
environmental water samples was also examined under the
optimum experimental adsorption conditions and the data were
given in Table 3. The removal efficiency of As(l11) was found to
be 94.8% in the presence of the metal ions listed in Table 3.

4, CONCLUSIONS

Herein, we designed cryogel systems as an alternative
adsorbent for removal of arsenic species by combining
outstanding mechanical properties and macroporous structures of
cryogels with excellent selectivity of ion-imprinting technology.
Trivalent arsenic species have a high affinity for sulfhydryl
groups. Therefore, cysteine-based functional monomer, i.e. MAC,
was prepared and MAC-As(lIl) complex was formed for
imprinting process. Optimum adsorption conditions were
determined by varying the factors such as medium pH, contact
time, flow rate and initial arsenic concentration. The maximum

concentration in adsorbed ions (%)
solution (ppb) (ppb)

Arsenic 21.3 20.2 94.8
Lithium 35.2 0.8 2.3
Boron 660.7 28.7 4.3
Aluminium 69.1 6.0 8.7
Gold 3.9 1.7 43.6
Mercury 9.3 4.3 46.2
Lead 4.8 15 31.3
Iron 128.1 23.3 18.2
Zinc 84.9 24.5 28.9
Gallium 1.9 0.8 42.1
Germanium 1.3 0.1 7.7
Selenium 3.8 1.1 28.9
Rubidium 2.9 0.2 6.9
Strontium 338 40.5 12.0
Molybdenum 7.3 0.2 2.7
Palladium 1.0 0.1 10.0
Tin 2.5 0.7 28.0
Barium 54.3 16.9 31.1

3.5. Reusability of adsorbents.

The adsorption-desorption process was performed by reusing the
same adsorbent 10 times after regeneration to determine the
reusability of 1IP cryogels. Desorption has reached equilibrium
within 30 minutes due to the interconnected supermacroporous
structure of the cryogels. As seen in Fig. 6, high desorption ratios
up to 97% and no significant reduction in arsenic adsorption
capacity were observed. Hence, it can be concluded that cryogels
prepared via MIT provide high stability and can be utilized a
couple of times as adsorbent in arsenic removal processes.

100 4

80{

[=2]
o

Adsorbed As(lll), pg/g
-y
o

N
=]

0 2 4 6 8 10 12
Reuse number

Figure 6. Reusability of the ion-imprinted cryogels. Initial As(I11)
concentration: 500 pg/mL; flow rate: 0.5 mL/min; temperature: 25°C.

adsorption capacity of ion-imprinted cryogels at an initial arsenic
concentration of 10 ppm was calculated as 372.5 ug/g polymer at
pH 8.0. As a result of the environmental water study with
cryogels, As removal rate of IIP was determined as 94.8%. Their
outstanding adsorption capacities encourage further expansion of
adsorption technologies towards the attainment of tolerable As
levels in water sources. That the arsenic imprinted cryogels are
cost-friendly, easy to produce and reusable proffers the
opportunity to exploit this new adsorbent in the removal of arsenic
species from environmental water sources.
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