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ABSTRACT 

We report low temperature solution process based synthesis of polyethylene glycol (PEG) and polyvinyl pyrrolidone (PVP) capped 

maghemite (γ-Fe2O3)reduced graphene oxide (rGO) nanocomposites (IGPG and IGPP) and their comparative quantitative cell viability 

(CV) study on human OAW42 ovarian cancer cells. Initially, γ-Fe2O3rGO (IG) nanocomposite was prepared and the IG was capped 

separately with PEG and PVP for obtaining IGPG and IGPP, respectively. The presence of γ-Fe2O3 nanoparticles and organics in the 

nanocomposites was confirmed by X-ray diffraction and transmission electron microscopy studies. The existence of a chemical 

interaction between the oxygen functionalities of rGO with the organic polymer (PEG/PVP) and maghemite was confirmed by FTIR and 

Raman spectral studies. Also, thermogravimetric analysis was made to understand the mass loss behavior of the samples. The IGPG 

showed better CV than IGPP. This observation was explained on the basis of materials properties of the nanocomposites. 

Keywords: Low temperature solution process; γ-Fe2O3, graphene; polymer capped nanocomposites; cell viability.  

 

1. INTRODUCTION 

 Most metal oxide nanoparticles such as zinc oxide, iron 

oxide have enormous applications in biomedical fields [1-4]. The 

research towards obtaining the better efficacy of the nanoparticles 

for application in living cell systems is still going on and will be 

continued. This is because the main problem of using the 

nanoparticles is the rapid particle aggregation as well as particle 

dissolution [5] in the living cell systems, hindering the main 

function of the nanoparticles. Right now, there are several ways to 

mitigate the problem. One of the effective ways is the capping of 

the nanoparticles with biocompatible organics like polymers [6] or 

graphene derivatives [7]. The main advantage of this capping 

process is that it provides a hydrophilic group to the 

nanocomposite which could conjugate with any cell system [6]. 

For this reason, the nanocomposite also becomes water soluble 

and stable in physiological solutions [3], which is very much 

desirable for any nanocomposite to function in a cellular system. 

Reduced graphene oxide (rGO) is a biocompatible material [1-2] 

which could couple with many metal oxides including zinc oxide, 

iron oxide [3-4, 8-9]. But the major concern is their aggregation in 

salt or biological solutions which are undesirable for cell study 

[10]. In this regard, the modification of its surface could be an 

important aspect of enhancing the biocompatibility of rGO [11]. 

Polyethylene glycol (PEG), polyvinyl pyrrolidone (PVP), poly 

vinyl alcohol (PVA), poly acryl amide (PAM), poly acrylic acid 

(PAA), poly ethylene oxide (PEO) are some of the known organic 

polymers, already been investigated [12] on the surface of many 

metal oxides (ZnO, CeO2, TiO2, Fe3O4 and Al2O3) in aqueous 

suspension which prevents agglomeration [12]. However, due to 

the ordered chain structure of PEG and PVP, these could easily be 

absorbed on γ-Fe2O3-rGO nanocomposite surface [13]. Its 

hydrophilic groups of these polymers could also help the 

nanoparticles to become water soluble and stable in the 

physiological medium [6]. 

 Among the nanoparticles, γ-Fe2O3 is the widely studied 

nanoparticles for magnetic resonance imaging (MRI), magnetic 

fluid hyperthermia, controlled drug delivery systems,  cancer 

therapy and so on [3]. In general, it is regarded as biocompatible. 

Being nanoparticles, the size of γ-Fe2O3 may be equal to the size 

of the proteins which is desirable for any kind of cell study. Thus, 

the possibility of interaction with the cell system particularly with 

the nucleus is more for nanoparticles [14]. However, the toxicity 

of a particle increases in nano regime [15]. The reason behind this 

increased toxicity may be due to its high surface to volume ratio 

[15]. There is also no literature report on comparative cell viability 

study on polymer capped nanocomposites especially for PEG 

/PVP capped γ-Fe2O3-reduced graphene oxide (rGO).  

 In the present work, we have tried to address the 

aforementioned problem by making a γ-Fe2O3-reduced graphene 

oxide (rGO) nanocomposite capping with the organic polymer 

(PEG/PVP) which form stable material in a biological medium 

like in the living cells. We also made a comparative study 

regarding the PEG and PVP capped γ-Fe2O3-rGO nanocomposites. 

The novelty of this study is the use of single surfactant in 

precursor medium which has been used for the synthesis of γ-

Fe2O3 and also for the reduction of GO to rGO. Materials 

characterizations and a comparative cell viability study on human 

OAW42 ovarian cancer cells has been performed systematically 

and found that PEG capped γ-Fe2O3-reduced graphene oxide is a 

potential material for the biomedical application.   
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2. EXPERIMENTAL  

2.1. Synthesis of γ-Fe2O3 (IO) and γ-Fe2O3-rGO 

nanocomposite (IG). Graphene oxide (GO) was prepared by 

adopting a modified Hummer’s method [1]. For this purpose, a 

fixed amount (50 mg) of as-synthesized GO was uniformly 

dispersed in deionized water (50 ml) under ultrasonication for ~2 

h duration. The details have already given in our previous reports 

[2]. In another solution, 2.5 g of Iron(III) nitrate nonahydrate 

(Fe(NO3)3.9H2O, Merck, ≥98%) was uniformly dispersed in 200 

ml of deionized water by continuous stirring. Then, the GO that 

already dispersed in deionized water was mixed with the Iron(III) 

nitrate solution while stirring continuously for about 30 min to 

form a stable precursor. Further 0.5 g of NaBH4 in 25 ml of 3.5 % 

NH4OH solution was added to the aliquot for the formation of γ-

Fe2O3-rGO (IG) nanocomposite. Subsequently, the precursors 

were kept stirring at ~ 100oC for 2 h for the formation of IG 

nanocomposite. The solid materials were then separated out by 

centrifugation. Finally, the products were washed with double 

distilled water and ethanol, followed by centrifugation for several 

times. Finally, the samples were dried in an air oven at ~60oC for 

3 h. Similar procedure was adopted for the synthesis of γ-Fe2O3 

nanoparticles (IO) without using GO which has already been 

reported previously [16]. 

2.2. Synthesis of PEG coupled γ-Fe2O3-rGO (IGPG) and PVP 

coupled γ-Fe2O3-rGO (IGPP) nanocomposites. For the 

preparation of IGPG nanocomposite [6], 0.05 g of as-prepared γ-

Fe2O3-rGO nanocomposite (IG) and 0.20 g of polyethylene glycol 

(PEG-2000, Merck Schuchardt) (IG : PEG =1:4) were dispersed in 

30 mL of deionized water. The dispersed material was 

ultrasonicated for 60 min duration. Then, the mixture was kept at 

50°C for 60 min under starring condition. The product was 

separated by centrifugation and washed the material with de-

ionized water and ethanol for 3 times repeatedly, to remove the 

superfluous PEG.  Finally, the washed sample was kept for 3 h in 

an air oven at 60oC for drying. A similar procedure was adopted 

for the synthesis of γ-Fe2O3-rGO-PVP nanocomposite (IGPP) 

where IG to PVP weight ratio was kept fixed to 1:4. 

 

3. CHARACTERIZATIONS 

3.1. Materials. 

 X-ray diffraction (XRD) study of the samples was 

performed by X-ray diffractometer (Bruker D8 Advance with 

DAVINCI design X-ray diffraction unit) with nickel filtered CuKα 

radiation source (λ = 1.5418 Å) in the 2θ range, 5o - 80o. FTIR 

spectral study was carried out by using Thermo Electron 

Corporation, USA makes FTIR spectrometer (Nicolet 5700). For 

each experiment, the number of scans was fixed at 100 

(wavenumber resolution, 4 cm-1).  Raman spectra of graphene 

based samples (IG, IGPG, and IGPP along with precursor GO) 

were recorded from micro-Raman (Renishaw inVia Raman 

microscope). An argon ion laser with an incident wavelength of 

514 nm was used as an excitation source for the measurement. A 

Netzsch STA 409 C/CD thermoanalyzer was used for 

thermogravimetric analysis (TG-DTA) of the composite using 

Al2O3 as a reference maintaining the heating rate of 10 K/min in 

air atmosphere. For the TG-DTA run, a maximum temperature 

was chosen up to 700°C. Transmission electron microscopy 

(TEM) measurement of the samples was done by FEI Company 

made (Tecnai G2 30.S-Twin, Netherlands) machine at an 

accelerating voltage of 300 kV. Carbon coated 300 mesh Cu grids 

were used for placement of the samples. 

3.2. Cytotoxicity study. 

 This study was performed using IO, IG, IGPG and IGPP 

samples with their varying concentrations on human OAW42 

ovarian cancer cells procured from ATCC, USA. We used 

Dulbecco’s modified eagles medium (DMEM, Gibco, USA), fetal 

bovine serum (FBS, Gibco, USA), PenStrep (Gibco, USA) and 

MTT (3-[4,5-dimethylthiazol-2-yl]-2,5- diphenyl tetrazolium 

bromide, Sigma, USA) as necessary chemicals and reagents for 

the study. 

3.2.1. Cell culture. Human OAW42 ovarian cancer cells were 

cultured in DMEM (Gibco) supplemented with 10% fetal bovine 

serum (FBS) and antibiotic (1% penicillin/streptomycin) in 5% 

CO2 at 37oC. The cells from exponentially growing cultures were 

used for this experiment. 

3.2.2. Measurement of in vitro cellular cytotoxicity, MTT 

assay. The MTT assay was done to estimate the viable cells. In a 

brief process, OAW42 (104 cells per well) were seeded on to a flat 

bottom 96-well plate and incubated at 37oC in 5% CO2. Cells were 

treated with or without (i.e. vehicle control) nanocomposite at 

their varying concentrations, ranging from 0 to 200 μg/ml and kept 

for 24 h. Finally, it was subjected to MTT assay. Then, 20 μl of 

MTT (5 mg/ml) was added to each well. After 4 h of incubation, 

the media was removed and cells were dispersed in 100 μl of 

dimethyl sulphoxide (DMSO) solvent. Absorbance spectra of the 

samples were measured at 595 nm wavelength by Qualigens plate 

reader-96 well. The cell viability values were expressed in 

percentages with respect to the control values. 

 

4. RESULTS AND DISCUSSION 

4.1. X-ray diffraction (XRD). Figure 1 displays the XRD patterns 

of as-synthesized GO, γ-Fe2O3 (IO), γ-Fe2O3-rGO (IG), γ-

Fe2O3rGOPEG (IGPG) and γ-Fe2O3rGOPVP (IGPP) 

nanocomposites. In this figure, the XRD pattern of GO shows [2] 

a strong intensity diffraction peak (2θ) at ~10.1o along with a 

distinct peak appears at ~42.4o (weak intensity), could characterize 
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the GO with its crystal planes (002) and (100), respectively. 

However, in this solution synthesis process, the use of NaBH4 in 

the precursor helped GO to convert it into reduced graphene 

oxide, rGO [17] and consequently, all these peaks assigned for GO 

were found to be disappeared in IG, IGPG and IGPP 

nanocomposite samples. It was further noted that the, XRD peaks 

of as-synthesized IO, IG, IGPG, and IGPP were fully matched 

with the spinel structure γ-Fe2O3 [JCPDS 39-1346], implying that 

the crystal structure of γ-Fe2O3 was unaffected after capping IO/IG 

with the organic polymer (PEG/PVP). The average crystallite size 

(D) of γ-Fe2O3 was estimated [2] along (311) crystal plane of γ-

Fe2O3 by using Debye-Scherrer’s equation (1). 

D = kλ / β cosθ   (1), 

where k is proportionality constant (k = 0.89), λ is the wavelength 

of X-ray (1.5406 Å), β is the FWHM (full width at half maximum) 

of the peak of maximum intensity in radians, θ is the diffraction 

angle.  
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Fig. 1. XRD patterns of IO, IG, IGPG and IGPP samples along with as-

synthesized GO. 

 

 The measured ‘D’ values of γ-Fe2O3 in IO, IG, IGPG and 

IGPP samples were ~ 11.0 nm, ~ 9.5 nm, ~ 9.5 nm and ~ 9.5 nm, 

respectively. Thus, the crystallite size of γ-Fe2O3 in IG was found 

to be decreased after loading of GO [6] but remained identical 

after capping with PEG or PVP. Therefore, no effect on the 

change of crystallite size of γ-Fe2O3 was found in IGPG or IGPP. 

This result could indirectly mean that the capping of rGO could 

completely take place. During conversion of GO to rGO, the 

oxygen functional groups including hydroxyl groups of GO 

drastically reduced as confirmed by FTIR, Raman spectral studies 

(given later). In addition, exfoliation/breaking of graphene layers 

could create higher structural defects in graphene moiety which 

would generally be occurred due to chemical 

interaction/complexation with the available functional groups of 

rGO with polymer PEG/PVP) / inorganic moiety (γ-Fe2O3) [6]. 

This whole scenario of reduction and complexation could lead to 

produce larger surface area in the graphene based nanocomposites 

[6]. The grain growth of nano γ-Fe2O3 could be prevented due to 

capping of rGO through chemical interaction with the nanocrystals 

[6]. This assumption could be justified as we obtained similar 

crystallite size of γ-Fe2O3 in IGPG and IGPP nanocomposites. It is 

also noted that PEG and PVP could interact with the available 

functional groups of rGO as well as the bare surface of γ-Fe2O3 

[6]. 

4.2. Thermal analysis. Thermogravimetric analysis (Fig. 2) was 

implemented to determine the mass loss behaviour of IO, IG, 

IGPG and IGPP samples. The presence of different organic 

contents was obtained from the TG curves of the nanocomposites. 

The thermal analysis showed that at about 500oC temperature, the 

TG curve of all the samples became parallel to the temperature 

axis. However, the total mass loss at that temperature was found to 

be varied greatly, signifying the different content of organics 

present in the nanocomposites. In this respect, we obtained ~6% 

mass loss in IO whereas the loss rose to about 13% was seen in IG 

nanocomposite. Thus, the extra mass loss in IG could be 

considered due to adsorbed / bonded waters [6]. Hence, the 

content of rGO could be ~7% in rGO-γ-Fe2O3 (IG) 

nanocomposite. On the other hand, from the total mass loss of ~ 

22% and ~24% as observed from their corresponding TG curves, 

the content of PEG and PVP would be ~9% and ~11% in IGPG 

and IGPP, respectively. Therefore, this simple thermal analysis 

indirectly confirmed the PEG and PVP could form the 

nanocomposites of rGO-γ-Fe2O3-PEG (IGPG) and rGO-γ-Fe2O3-

PVP (IGPP), respectively, were developed in situ from IG 

nanocomposite.  
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Fig. 2. TG curves of IO, IG, IGPG and IGPP samples. 

 

4.3. FTIR spectra. FTIR vibrational spectra (Fig. 3) were 

measured for different nanocomposites (IO, IG, IGPG, and IGPP) 

as well as as-synthesized GO in the spectral range of 4000-400 

cm-1. The FTIR spectra not only revealed the chemical 

interaction/complexation between the available oxygen functional 

groups of rGO with inorganic nanoparticles (γ-Fe2O3) but also 

supported the presence of chemically interacted PEG/PVP in γ-

Fe2O3-rGO-PEG (IGPG)/γ-Fe2O3-rGO-PVP (IGPP) 

nanocomposites. In GO, the FTIR peaks appeared at 1730, 1620, 

1210, and 1050 cm−1 could be assigned to COOH stretching 

vibrations in carboxylic acid groups, skeletal vibrations of 

unoxidized graphitic domains, C–OH stretching, and C–O 

stretching, respectively [2]. It was interesting to note that all the 

peaks of GO were found to be very weak in intensity or nearly 
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disappeared in IG, IGPG and IGPP samples, implies the 

transformation of GO to rGO took place [2]. This transformation 

of rGO also was confirmed by the appearance of a new peak 

observed at ~1565 cm-1 in IG, IGPG and IGPP samples. It is 

worthy to note that no such peak was found in GO sample. 

Irrespective nanocomposite type, the presence of γ-Fe2O3 was also 

revealed from the existence of Fe–O vibrations at ~570 and              

~630 cm−1 [18] and the result obviously supported the XRD 

analysis (Fig. 1) of the samples. The purity of the γ-Fe2O3 phase 

could also be confirmed by the fact that magnetite (Fe3O4) has no 

FTIR vibration above 600 cm-1 [19]. It is to be mentioned that a 

prominent shoulder appeared at 3432 cm−1 could attribute to the 

presence of hydroxyl groups in all the samples [6]. On the other 

hand, two new peaks appeared in the FTIR spectra of IGPG at 

~1395 cm-1 and ~2920 cm-1 could be attributed to the presence of 

PEG in the nanocomposites [6], interacted with γ-Fe2O3-rGO 

moiety. The presence of chemically interacted PVP would also be 

recognized from the appearance of FTIR peak at ~1650 cm−1 in 

IGPP [20].  

4000 3500 3000 2500 2000 1500 1000 500

  

PEG

PVP

IGPP

IGPG

IG

IO

GO

Fe-O

5
7
0

6
3
0

(C=O)
PVP

1650 1
0
5
0

1
2
1
0

C-OH

C
-O

-C

1
3
9
5

(C
a
rb

o
x
y
l 
g

ro
u
p

)
P

E
G

1565

(C
=

C
)

Unoxidized graphitic domain

1620

1730

COOH

2
9
2
0

CH
2O-H

3
4
3
2

 

 Wavenumber (cm
-1
)

T
ra

n
s
m

it
ta

n
c
e
 (

a
.u

.)

 
Fig. 3. FTIR spectra of IO, IG, IGPG, and IGPP along with as-

synthesized GO. 

 

4.4. Raman spectra. To confirm the interaction happened 

between γ-Fe2O3, rGO, PEG/PVP in the nanocomposites and to 

study the structural changes/layer by layer exfoliations in 

graphene moiety of rGO, micro-Raman spectral study (Fig. 4) was 

performed. Two prominent peaks were observed at ~1350 cm-1, 

assigned to D band (defect) and at ~1595 cm-1, assigned to G band 

(graphene) [2] in GO and graphene based nanocomposites i.e. IG, 

IGPG, and IGPP. The D band could be originated due to 

exfoliation/breaking of graphene layers whereas G band could be 

due to E2g phonon of sp2 carbon atoms in graphene moiety [1]. The 

intensity ratio (ID/IG) of D and G Raman bands in different 

nanocomposites was measured. The intensities of D and G bands 

were designated as ID and IG, respectively. A relative increment in 

ID/IG value in IG sample compared to precursor GO (Fig. 4) was 

obtained from its Raman spectrum and this could be associated 

with the exfoliation/breaking of graphene layers due to chemical 

interaction/complexation with the inorganic moiety [21]. It is 

worthy to note that the ID/IG ratio was found to be changed further 

after incorporation of PEG and PVP in IG forming IGPG and 

IGPP, respectively. This observation could indirectly imply a 

further chemical interaction that happened between PEG/PVP 

with IG nanocomposite [6] and the result is fully supported the 

FTIR spectral analysis (Fig. 3). It is noted that a higher ID/IG value 

in IGPG of 1.60 was found compared to the value (ID/IG, 1.23) that 

obtained in IGPP. Moreover, the shifting of D band in IGPG was 

higher than IGPP. The observation could obviously indicate the 

interaction of rGO with PEG in IGPG was much higher than in 

IGPP. This functional property of IGPG could be useful for the 

biomedical application (discussed later). 
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Fig. 4. Raman spectra of GO, IG, IGPG and IGPP samples. Respective 

ID/IG value is embedded in the figure. 

 

4.5. UV-Vis spectra. UV–vis absorption spectra (measured from 

diffused reflectance spectra with the help of Kubelka–Munk 

algorithm) of IO, IG, IGPG and IGPP samples are shown in 

Figure 5. A broad absorption peak in the range of 300–550 nm 

was observed in all the samples could be related to γ-Fe2O3 [22]. 
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Fig. 5. UV-Visible absorption spectra of IO, IG, IGPG and IGPP 

samples. 

 

4.6. TEM microstructure. The TEM microstructures of γ-Fe2O3 

(IO), γ-Fe2O3-rGO (IG), γ-Fe2O3-rGO-PEG (IGPG) and γ-Fe2O3-

rGO-PVP (IGPP) are shown in Figure 6. The corresponding 
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HRTEM images were also given in Figure 6b, Figure 6d, Figure 

6f, and Figure 6h, respectively. Figure 6a shows the shape of pure 

γ-Fe2O3 nanoparticles is approximately spherical in shape. The 

formation of γ-Fe2O3 nanoparticles was also confirmed by the 

corresponding HRTEM image (Fig. 6b). In this respect, the 

existence of lattice fringes with an interplanar distance of 0.29 nm, 

corresponds to (220) plane of γ-Fe2O3 [23]. The microstructure of 

γ-Fe2O3-rGO (IG) nanocomposite was also shown in Figure 6c 

where graphene sheet was clearly visible from the appearance of 

wavy like fringe patterns. The γ-Fe2O3 nanoparticles could also be 

seen in rGO sheet confirming the formation of γ-Fe2O3-rGO (IG) 

nanocomposites. Corresponding HRTEM image (Fig. 6d) also 

shows the same lattice fringes with an interplanar distance of 0.29 

nm corresponds to (220) plane of γ-Fe2O3. Microstructure of 

IGPG and IGPP nanocomposites were also shown in Figure 6e 

and Figure 6g, respectively where the same type of γ-Fe2O3 

nanoparticles could be visible in graphene sheet but with less 

agglomeration. Corresponding HRTEM image (Fig. 6f,h) of the 

sample also confirmed the presence of γ-Fe2O3. The particle size 

distribution in IO, IG, IGPG and IGPP are shown in the 

histograms (Insets, Fig. 6a, 6c, 6e and 6g respectively) constructed 

from their respective TEM images. From the histograms, the 

measured average particle sizes are ~11.2 nm, ~9.6 nm, ~10.8 nm 

and ~ 11.4 nm respectively. 

 Based on XRD (Fig. 1), TG-DTA (Fig. 2), FTIR (Fig. 3), 

Raman (Fig. 4), UV-Vis (Fig. 5), and TEM (Fig. 6) analyses, a 

probable formation mechanism and the structure of IGPG/IGPP 

nanocomposite are given in Scheme 1. 
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Fig. 6. TEM images of (a) IO, (c) IG, (e) IGPG and (g) IGPP samples. 

Histograms for particle size distributions are displayed in their insets. 

HRTEM images of (b) IO, (d) IG, (f) IGPG and (h) IGPP 

nanocomposites. 
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Scheme 1. Proposed mechanism for the formation of PEG/PVP capped    

γ-Fe2O3-rGO (IGPG/IGPP) nanocomposites. In the scheme, dd H2O 

means double distilled water.  

 

4.7. In vitro cellular cytotoxicity. Measurement of in vitro 

cytotoxicity on human ovarian cancer cell line, OAW42 was done 

for IO, IG, IGPP and IGPG samples and cell viability percentage 

(CVP) (Fig. 7) were calculated from the measurement by varying 

the concentration of respective sample. Each bar graph signifies an 

average result of three consecutive measurements. It is seen that 

the CVP decreased in the order of IGPG>IGPP>IG>IO as seen 

from the figure. It is also significant to note that irrespective of all 

the doses (μg/ml), IGPG shows always much higher CVP than the 

other samples. The IGPG nanocomposite shows nearly  80% of 

viable cells at 50 μg/ml dose with respect to the control. The 

reason for the higher cytotoxicity of IO nanoparticle could be 

attributed to the cellular uptake of dissolute ions [24]. Numerous 

approaches had already been taken by several researchers to 

prevent this ion dissolution problem [6]. Among which the 

coupling with reduced graphene oxide (rGO) is obviously an 

excellent strategy to mitigate the problem [6]. The notable fact 

over choosing rGO is its biocompatibility towards the cells [6].  
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Fig. 7. Cell viability from in vitro cellular cytotoxicity, MTT assay of 

human ovarian OAW42 cell line, for IO, IG, IGPG and IGPP samples 

with varying concentrations. The error bars represent ±SD (P<0.05). 

 

 Figure 7 also shows the CVP of IG is better than IO in all 

concentrations, which confirms about the ability of rGO to 

mitigate the problem. Despite its advantages and effectiveness in 

cell system, there also lies another problem which needs to be 

resolved. That problem comes within the form of available oxygen 

functional groups of rGO which could cause some cytotoxicity 

effect [6]. That’s why in our earlier work, PEG was used to 

resolve this problem in ZnO system [6]. In our present work, we 

compared the suitability and effectiveness of the biocompatible 

organic polymers  which are generally used for this purpose. From 

the literatures, we found that PEG and PVP are mostly used for 

studying the cell viability [6, 25-26]. Moreover, it is also clear 

from the figure is that the cell viability of IGPG and IGPP is better 

than IG. Therefore, the higher cell viability in IGPG and IGPP 
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could be attributed to the coupling of the polymer (PEG or PVP) 

with γ-Fe2O3-rGO nanocomposites. The polymer chemically 

interacted with the available oxygen functional groups of rGO as 

well as the bare surface of the inorganic moiety of γ-Fe2O3. The 

interaction could be confirmed from increased ID/IG value from 

Raman spectra (Fig. 4). It is also worthy to mention that both PEG 

and PVP are water soluble [6, 12] but the higher ID/IG value of 

IGPG to IGPP (Fig. 4) could help to exfoliate the rGO sheet more 

compare to PVP. That’s why the dissolution of ions could be 

prevented further by IGPG than IGPP. Moreover, the interaction 

between IG and PEG was much higher than PVP which implies 

that PEG would be more effective to prevent the oxygen 

functional groups of rGO in biomedical application. 

5. CONCLUSION 

Polyethylene glycol (PEG) and polyvinyl 

pyrrolidone coupled γ-Fe2O3-rGO nanocomposites (IGPG 

and IGPP) were successfully synthesized by adopting facile 

low temperature solution process. The PEG and PVP found 

to interact with γ-Fe2O3-rGO nanocomposites. From the 

measurement of in vitro cellular cytotoxicity on human 

ovarian cancer cell line, OAW42, quantitative cell viability 

(CV) were obtained by varying the concentration of 

samples. In this respect, IGPG showed an excellent CV of 

the cancer cells (nearly ~ 90% of viable cells at 25 μg/ml 

dose with respect to the control) compare to IGPP sample. 

An effective role of the biocompatible PEG in association 

with rGO could enhance the cell viability in IGPG. This 

simple comparative study could be beneficial for other metal 

oxide system for biomedical applications. 
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